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El estudio muestra experimentalmente las propiedades mecánicas del bambú (Guadua angustifolia) y su utilización como refuerzo en vigas, lo cual podría facilitar su utilización como elemento estructural en las construcciones de viviendas rurales.
El objetivo de la presente investigación fue estudiar el comportamiento de las vigas de concreto reforzadas con bambúsometidas a esfuerzos de flexión. 
Inicialmente se realizaron ensayos mecánicos al bambú para determinar la resistencia a tensión, compresión y corte, y se complementaron con ensayos físicos (hinchamiento y contenido de humedad). 
Posteriormente se realizaron ensayos de adherencia, para lo cual se elaboraron 48 especímenes (probetas de concreto de 4”x8” embebidas en su interior tablillas de bambú impermeabilizadas con asfalto liquido RC-250) de los cuales 24 fueron con tablillas acanaladas  y las restantes con tablillas lisas además se les añadió arena media a la mitad de cada tipo de tablilla (la arena media se mezcló con el asfalto para luego impermeabilizar la tablilla), y se determinaron los valores de esfuerzo de adherencia. 
Finalmente, las vigas reforzadas con bambú fueron sometidas a flexión mediante la aplicación de cargas concentradas en los tercios de la luz libre, obteniéndose la resistencia a la tracción por flexión, el momento último y la carga de falla.
Los resultados mostraron un mejor comportamiento de las tablillas acanaladas e impermeabilizadas con asfalto y aditamento de arena media, llegando a un esfuerzo de adherencia de 6,7 kg/cm2
El comportamiento de las vigas reforzadas con bambú presentó un incremento del orden de 2,5 veces la resistencia de tracción en comparación a una viga sin refuerzo.
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Abstract
In this work we have studied,in the experimental way, the mechanical properties of bamboo(Guadua angustifolia) and its use as reinforcement in beams, which could facilitate its use as a structural element in rural housing constructions.
The objective of the present investigation was to study the behavior of bamboo reinforced concrete beams subjected to bending stresses.
Mechanical tests were initially performed on bamboo to determine tensile strength, compression and shear strength, and were supplemented with physical tests (swelling and moisture content).
Subsequently, adhesion tests were carried out, for which 48 specimens (4 "x8" concrete specimens were embedded inside of bamboo boards waterproofed with liquid asphalt RC-250) which 24 were with grooved splints and the remaining with Smooth slabs. in addition to this,  half sand was added to the middle of each type of slab (the middle sand was mixed with the asphalt to then waterproof the slab), and the values ​​of bond strength were determined.
Finally, the bamboo-reinforced beams were subjectedto flexion by the application of concentrated loads in the thirds of the unsupported span, obtaining the flexural tensile strength, the ultimate moment and the load of failure.
The results showed a better behavior of the grooved and waterproofed boards with asphalt and medium sand addition, reaching an adhesion stress of 6,7 kg / cm2
The behavior of the bamboo-reinforced beams increased by 2,5 times the tensile strength compared to a non-reinforced beam.
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